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CHEMICAL RESISTANCE

BD EPOXY

ESTIMATED DURABILITY
CHEMICAL OR SOLUTION
7 days 3 monts 1 year

Acetic acid 10 % +/- - -
Acetic acid 50 % - - -
Citric acid 10 % + + +
Citric acid 50 % + + +
Formic acid 1 % + +/- -
Formic acid 5 % - - -
Hydrochloric acid 10 % + + -
Hydrochloric acid 37 % +/- - -
Lactic acid 10 % + + +/-
Nitric acid 5 % + + +/-
Nitric acid 10 % + + +/-
Nitric acid 33 % +/- - -
Phosphoric acid 10 % + +/- +/-
Phosphoric acid 30 % + - -
Phosphoric acid 43 % + - -
Sulfuric acid 10 % + + +/-
Sulfuric acid 38,5 % + + +/-
Sulfuric acid 98 % +/- - -
Ammonia 10 % + + +/-
Ammonia 25 % + +/- -
Sodium hydroxide 10 % + + +
Sodium hydroxide 50 % + + +

Symbol + indicates good chemical resistance.
Symbol - indicates poor chemical resistance.
Symbol +/- indicates limited chemical resistance; contact Boldan representative.
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CHEMICAL RESISTANCES OF BDA, BDA LOW & BDA EXTRA LOW EPOXIES

ESTIMATED DURABILITY
CHEMICAL OR SOLUTION
7 days 3 monts 1 year

Ammonia 10 % + + -
Ammonia 25 % + - -
Ammonium sulfate + + +
Acetic acid 10 % +/- - -
Acetic acid 6 % + = -
Phosphoric acid10 % + - -
Potassium hydroxide 50 % + + +
Sodium hydroxide 1 % + + +
Sodium hydroxide 10 % + + +
Sodium hydroxide 25 % + + +
Sodium hydroxide 5 % + + +
Sulfuric acid 5 % + - -
Citric acid 25 % + + +
Citric acid 3 % + + +

Symbol + indicates good chemical resistance.
Symbol - indicates poor chemical resistance.
Symbol +/- indicates limited chemical resistance; contact Boldan representative.
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